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V8T STEEL CO., LIMITED MILL TEST CERTIFICATE

FLAT/RM 803, CHEVALIER HOUSE, 45-51 CHATHAM ROAD SOUTH, TSIM SHA TSUL HONGRONG
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CUSTOMER:KOMINOX OU CERTIFICATE NONM20211027-1538
" EWELE
PRODUCTION : STAINLESS STEEL TIG WELDED TUBE DATE OF |SSUE:
s et
SPECIFICATION:ASTM ASS4/EN10217.7 Pi NO.VINSSCO210623.KOUTS
fkdad P AR
STEEL GRADE: AIS| 304/316L N PO NO.:IE4236
W Bl 4
STATE:WELDED . 4
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A p_— PRODUCT DESCRIPTION CHEMICAL CONPOSTTIONGE)
1TEM o -
Nt HEATNO gy | BB &m | #m | kx| mA | % e a 1 . 5 - & | B R -
__________ co | DMENSION | QUANTITY [WEIGHT| o) LENGTH| rape| € o | wN P s N oR | w .hu, mnw.ﬁ% T | Flongion| yardiness
CONTAINER NO/SEAL NO.:TCNUIZ7687I/ICNBKEE233 =008 | F1.00 | 5200 ; 20045, 2003 80105 | 18.0-200 I/ ! 2208 2515 i N.&c =190
1 TS304078260 %20 54 40 | 600 | s000 | 304 T T ne43 | 00Mz | 00033 | B8 18152 1 [ nE ] w6 | 48 181
P TSIHIBIE0 20°20'1.5 a2 a2 800G | 6000 04 0.048 0285 | oea | oos47 | 00039 30 18181 1 ' 214 524 % 170
3 | Tead0781%0 60315 a2 507 | 600G | 00 | 34 | ooss | 0365 | oed | 001 | oooa | 802 12461 / / 214 24 | 4 178
4 TS304078120 2072012 wa 52 3206 | 6000 4 | 0047 0353 088 | 00336 | 00028 Bzt 8 146 f ! 212 52 | 44 m
a TSHLTBI0 | | 05 £14 1651 600G 6000 304 0.049 0355 0.941 0.0041 0.0031 8023 18 181 f ! 214 i % 178
> TS304078200 3220 470 a4 | eooa | 6000 264 0.051 0.357 D843 | 0W43 | 00033 | 8028 18152 ! ! 218 55 48 181
? TSIO7E150 36715 a7 1050 600G | 6000 04 | 004 | 0055 084t | 00341 | 00037 . 18,161 f / 214 524 46 "
3 TS304078120 2572512 165 84 | 3206 000 304 0.047 0353 0,508 00036 | 00029 8.021 18.148 / ! 212 522 “ a
9 TSI04078150 2015 =2 136 306 | 6000 304 0.048 035 084t | 00341 | ooost 8023 18151 f / 214 524 e
10 18304078200 6570 80 558 3206 | 600 204 0.051 oas7 0531 | 0043 | 000%3 gos | 152 | f ! 216 526 P 181
003 | €100 | <200 | <0.045 | <0.03 | 10.0-440 | 16.0-16.0  / 2030 2205 2515 240 | <200
1 TSHELOTEISG 2515 o 526 600G | 700 | 36 | ooy 043 12081 | 0026 | 00029 10.082 16.4 f 20915 710 520 & | mo
12 | TSaIBL07e1EG 2515 520 78 | 60G | €000 | MM6L | 00227 0.43 12383 | 00208 | coo2e | 1008 | 154 : 20015 20 520 45 0
13 | TsMeLTeIE0 2315 1085 4905 600G | so00 | wme | o027 041 | 12083 | 00289 | co0028 10.082 16.4 ! 20015 210 520 5 150
14 | Tsa1e078200 2520 249 245 | 600G | 6000 | 6L | 00220 | 0432 | 12385 | ooeri | 00oat 0.084 16.402 ; 20347 212 522 Tar b e
18 | TSMBLOTEI0 3020 226 @5 | 606 | 6000 | atoL | 00229 | 04302 | 12085 | 00271 | 00031 | 10084 16.402 ; 20917 m2 522 a7 | e |
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We hereby caitify el maleial described herein hos besn manifackiced and tested with satisfactory resufis
in socordance with the requiremient of the above neterial specilication
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